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4.1 Introduction
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4.2 Calculation Details 
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4.3 Results and Discussion 
 

4.3.1 Structure and Stability 
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Composition 

Type 

Ecoh 

(eV/atom) 

Magnetic Moment 

(µB) 

Au-Pd C -1.48 0.02 

Au-Pd D -1.39 1.33 

Au-Ag A -1.71 - 

Au-Ag B -1.66 - 

Au-Ag C -1.70 - 

Au-Ag D -1.46 - 

Au-Pt A -2.56 0.61 

Au-Pt B -2.66 0.76 

Au-Pt C -2.29   0.07 

Au-Pt D -2.82 1.15 

 

 

 

 

4.3.2  Electronic and Optical Properties 
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4.4 Conclusion 

 

 

 

 

 

 

 

 

 

 

 
 


